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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 9894404 N .

- BONDAR-CLEGG

Lab Report

REPORT: 098-1400 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON
DATE PRINTED: 23-NOV-88

NUMBER OF LOVER

ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 7 0.002 OPY Fire Assay
2 A Gold 1 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 37 2 -13%0 k) Assay Prer 57
Sasple Pickur 1
REMARKS: FINAL RESULTS NOW ALL REPORTED.
2 SEPARATE ASSAY RESULTS REPORTED FOR ONE
SANPLE .
REPORT COPIES TO: MR. JIM RARRON INVOICE TO: MR. JIM BARRON

MR. JIN BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
(303) 989-1404 -
- BONDAR-CLEGG
REPORT: 098-1400 PROJECT: NONE LISTED PABE 1
SANPLE ELENENT  Au Ay SANPLE ELEMENT  Au hu |
NUNBER UNITS ~ OPT  OPT NUNBER UNITS  OPT  OPT i
12 RE8-491-0-5 0,007 D2 RE8-491-200-205 40,002 |
D2 RB8-491-5-10 <0,002 D2 R88-491-205-210 €0,002
D2 RE8-491-10-15 0,003 12 R88-491-210-215 €0,002
D2 R88-491-15-20 €0,002 D2 RBB-491-215-220 40,002
12 RE8-491-20-25 0,005 12 RE8-491-220-225 €0,002
D2 R8B-491-25-30 0,004 D2 RB8-491-225-230 €0,002
D2 RB8-491-30-35 0,043 0,023 = 022 02 RGB-491-230-235 €0,002
D2 RE8-491-35-40 0,006 D2 R88-491-235-240 €0,002
D2 RBB-491-40-45 0,003 02 R8-491-240-245 €0,002
D2 RE8-491-45-50 40,002 D2 R88-491-245-250 0,002
12 R88-491-50-55 <0,002 D2 R88-491-250-255 €0,002
D2 REB-491-55-60 0,002 D2 R8B-491-255-240 €0,002
D2 RB8-491-40-45 0,003 D2 R88-491-260-265 €0,002
12 REB-491-65-70 40,002 D2 R8S-491-265-270 40,002
D2 R88-491-70-75 €0,002 D2 R88-491-270-275 <0,002
D2 RES-491-75-80 0,002 D2 RES-491-275-280 €0,002
D2 R88-491-80-85 0,003 12 RE8-491-280-285 <0,002
D2 £88-491-85-90 0,004
D2 R8B-491-90-95 €0,002
12 R88-491-95-100 €0.002
12 R88-491-100-105 0,003
D2 R88-491-105-110 £0,002
12 R88-491-110-115 <0.002
12 R8E-491-115-120 €0,002
02 R88-491-120-125 40,002
D2 RE8-491-125-130 40,002
02 R88-491-130-135 €0,002
D2 R88-491-135-140 40,002
12 REE-491-140-145 0,004
D2 R8-491-145-150 40,002
02 RE8-491-150-155 0,022
12 R88-491-155-160 <0,002
02 R38-491-160-145 0,004
D2 RE8-491-165-170 0,032
12 R8S-491-170-175 0,018
02 RE8-491-175-180 40,002
02 RE8-491-180-185 €0,002
12 Re8-491-185-190 €0,002
D2 RES-491-190-195 <0,002
12 REB-491-195-200 0,004




Bondar-Clegg, Inc.
‘ 12980 West Cedar Dr.

- Lakewood, Colorado 80228

- - (303) 9894404

-

Invoilce . 13335 Fage 1
BROHM MININMG COCRF
MR. JIM BARRON Nate : 29-NOV-B88
F.O BROX 485
DEADWOOD, SD Rerort Noi 098-1400
©7732 Frodgect ¢+ NONE LISTED
Reference: MONE LISTED

Suhi " 1 + O ) 13 4
-
37 Angleses of Gold at ¢ 6.50 ¢ 370.95
Subtotzl B 370.5S - 70 . ¢
Samrle FPreraration
o7 Samrles of Assayw Prer at. 3 3,00 ¢ 171.00
1 Semrle of Sample Picku at $12.00 ¢ 1 30
Subtotal 183, O¢ ¥ 183.00
Miscellazneous Charges
4%Z S.D., STATE SALES TAX $ 5.049
2% DEADWOOD CITY SALES T4 ¢ 2:852
Subtotal $ 7+ 54 ¥ T
Invoice Total $ ®s51.048 U.¢

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404,

B

Geochemical !

Lab Report

BROHM MINING CORP,
MR. JIN BARRON
P.0. BOX 485
DEADNOODs SD
7732




Bondar-Clegg, lnc. Geochemical
12980 West Cedar Dr.

(303) 989404 '

. y BONDAR-CLEGG
REPORT: 098-1404 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 8-NOV-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 34 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 34 2 -150 36 Assay Prep 38
Excessive Wetness 925
Saarle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIN BARRON INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 o Bc Lab Report
(303) 9894404 o v.
. BONDAR-CLEGG

REPORT: 098-1404 PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT Ay

NUMBER UNITS  OPT

D2 R88-491-285-290 €0,002

D2 RB8-491-290-295 <0,002

D2 RES-491-295-300 0,002

D2 R88-491-300-305 €0,002

B2 RB8-491-305-310 0.003

D2 R88-491-310-315 <0,002

D2 R88-491-315-320 0,002

D2 RB88-491-320-325 €0,002

D2 R88-491-325-330 0,005

B2 RBB-491-330-335 0,009

D2 R8E-491-335-340 0.032

D2 RB8-491-340-345 0,010

D2 R88-491-345-150 0.003

D2 RE8-491-350-355 0,007

D2 RE-491-355-360 0,009

D2 RB8-491-360-343 0,004

D2 RBB-491-345-370 40,002

D2 R88-491-370-375 0,003

D2 R8B-491-375-380 €0,002

D2 RBB-491-380-385 0,008

b2 RB8-491-385-390 €0,002

D2 RB8-491-390-395 £0,002

D2 RBB-491-395-400 0,003

B2 RB88-491-400-405 0,004

12 RBB-491-405-410 0,004

D2 RBB-491-410-415 0,007

D2 R88-491-415-420 40,002

D2 RBE8-491-420-425 <0,002

D2 R88-491-425-430 <0.002

D2 R88-491-430-435 <0.002

D2 R8B-491-435-440 €0,002

12 RBB-491-440-445 0,006

D2 R8B-491-445-450 0,007

D2 RE8-491-450-455 0,006

D2 R88-491-455-440 0,004

D2 R8B-491-460-465 €0,002
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BONDAR-CLEGG -

"
BROHM MIMING CORF.
MR, JIM BARRON
F.0. BOX 485
DEADWOOD, Sh

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
L. (303) 989-1404
Inveice : 13257 Fage 1
Nate i 10-NOV~-88

Rerort Noi 092-1404

57732 Frodect t NONE LISTEDR
Referenceil NONE LISTED
i
V¥ Tansluses of Gold et § 6.50 ¢ 234,00
(W<€ Sublotal $ 234,00 $ 234,00
Semple Preraration
36 Szmrles of Awsay Prer at ¢ 3.00 % 108,00
925 Samrles of Excessive Wetness et ¢ 0.15 ¢ 138.73
1 S8amele of Samrle Pickur at 212.00 % 12.00
Subtotal $ 298793 $ 298.795
Miscelleneous Chardes
4% 8.0, STATE SALES TAX $ B:91
2% DEADWOOD CITY SALES TaAX % 4,45
Subtotal % 13,34 +. 1%.36
Invoice Total! ¢ 3J068.131 U8,

o . - - -

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



" @1 Au
" 92 Au

" 41 P17=
" 42 P23=
"REMARKS"

" 50 =

(LR 2 2 Nl

"BEGIN "
"“14000001"
“"14000004"
"14000005"
“l4000006"
"14000007"
"140060008"
"14000009"
"140060010"
"14000011"
"14900012"
"140060013"
"14000014"
“14000015"
"14000016"
"l14¢00017"
"l14000018"
"14000019"
"14000020"
"14000021"
"14000022"
"14000023"
“"i14000024"
"14000025"
"i14000026"
"14000029"
, "l14000030"
© "l4000031"

“"14000032"

"14000033"

"14000034"

"14000035"

"140000386"

“14000037"

"14000038"

"14000039"
v "14000040"
1 "14000041"
' "14000042"
"14000043"
14000044
"14000045"
"14000046"

"

FA
FA

"SAMPLE PREPS"
" 40 SAMPLE TYPE=D

57
1

IIDII
IIDII
IlDll
IIDII
IIDII
IIDII
IIDH
IIDII
NDH
llDlI
llDI'
IIDII
IIDN
IIDII
IIDII
llDll
UDII
IIDII
IIDII
IIDII
llDll
IIDII
IIDII
IlDII
lIDIl
IIDII
IIDll
HDII
HDII
IIDII
llDII
llDll
HDII
IIDH
llDIl
llD“
llDll
IIDII
IIDII
llDll
IIDII
IIDII

“TITLE 1'6-11-88 ©9:26:48 098-1400
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED
“"SPECIAL VALUES"
“ IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

50 0.002 99.999 Results Reported
57 ©0.002 89.999 Test not yet complete”

#SAMPLES:

oPT
OPT

DRILL CGORE
Assay Prep
Sample Pic

“"Frac" "Sample ID"
"2" "R88-491-0-5

"2" "R88-491-5-10
"2" "R88-491-10-15
"2" “"R88-491-15-20
"2" "R88-491-20-25
"2" "R88B-491-25-30
"2" "R88B-491-30-~35
"2" "R88-491-35-4¢
"2" "R88-491-40-45
"2" "R88-491-45-50
"2% "R88-481-50-55
2" "RB88-491-55-60
“2" "R88-491-60-65
"2" "R88-491-65-70
"2" "“"R88-~4391-~70-75
"2" '"RB8-491-75~80
"2" "R8B-491-80-85
"2" "RB8B~-491~85-90
"2" "R88-491-90-95
"2" '"R88-491-95-100
"2" "R88-491-100-105
“2" "R88-491-105-110
“2" "R88-491-110-115
"2" "R8B-4%81-116-~12¢
"z" "RB88~491-120-125
"2" "RBB-491-126-130
"2" "R88-491-130@-135
"2" "RB8-491-135-140
"2" "R88-491-140-145
“2" "R88-491-~145-150
"2" "R88-491-150-155
"2" YR8B-491-155-160
*2" "“"RB8B8-491-~160-165
"2" "R88-491-165-170
"2" "R88-491-170-175
"2" "R88-491-175-180
"2" "R88-491-180-185
"2" "R88-491-185-190
"2" "R88-491-190-195
"2" "RBB-491-195-200
"2" "R88-491-200-205
"2" "R8B8-491-205-210

J. BARRON

57 REFERENCE:

shown as
shown as

kup ]

SOME RESULTS STILL TO FOLLOW.

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))"
llTypell

26/1e/88"

NONE LISTED

+uplimt"

-lolmt (ie not detected)"

" Auﬁl " Aull
" 0.007 -9
" -0.002 -9
" 2.003 -9
" -0.002 -9
" 0.005 -9
" 0.004 -9
" 0.043— -9
" 0.006 -9
L 0.003 -9
" -0.002 -9
W -0.002 -9
“ 0.002 -9
L 0.003 -9
" —p.002 -9
" -0.002 -9
" 0.002 -9
" 0.003 -9
L 0.004 -9
" —p.002 -9
“ —9.002 -9
" 0.003 -9
" -0.002 -9
v~ -9
" __9 __9
WD -9
" __9
" -9
i __9
" __9
" _9
" __9
" __9
" -9
" -9
" -9
" -9
" -9
" -9
L -9
" _9
" -9
" -9

"




"“14000048"
"14000049"
"14%00090"
"l14000051"
"14000054"
"14000055"
"140006056"
"14000057"
"14000058"
"14000059"
"14000060"
"14000061"
"14000062"
"14000063"
HEND"

IIDII
IIDII
IIDII
IIDH
IlDll
I'D"
IIDII
IIDII
NDII
IIDII
‘lDII
I|DH
HDI'
HDI‘

ll2ll
II2I'
II2II
ll2ll
llzll
ll2“
H2ll
Il2N
II2|I
H2Il
ll2|l
ll2‘l
ll2l|
”2"

"R88-491-215-220
"R88-491-220-225
"R88-491-225-239
"R88-481-230-235
"R88-491-235-240
"R88-491-240-245
"RB8-491-245-259
"R88-491-250-255
"RB88-491-255-260
"RB88-481-260~-265
"R88-491-265~279
"R88-491-270~-275
"RB88-491-275-280
“R88~-491-280-285



|
|

“TIVLE. @B8--11~-88 ©8:41:54 098--1464 J. BARRON

"CLIENT BROHNM MNINING CORP.

“"PROJECT NONE LISTED wSAMPLES: 36 REFERENCE:

“SPECIAL VALUES"

" I8 Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

25/10/88"

NONE LISTED

+uplimt"

~lolmt

" ELNAME METHO ECO UNIL #SAM LOLMT UPLIMT COMMENTS"

"Bl Au FA oPT 36 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

* 41 P17= 36 Assay Prep

" 42 P64= 925 Excessive Wetness

¥ 43 P23= 1 Sample Pickup

"REMARKS" - ST

" SO-FINAL RESULTS ARE REPORTED. >

o ww e —

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac" "Sample ID"
"140400601" "D" "“2" "R88-491-285-290 "
“140400062" "D" "2" "R8B-491-290-295 "
"“140400903" "D "2" "R88~-491-~295~300 "
"1404006064" "D" "2" "R88-491-300-305 "
"14648065" "D" "2" "R88-491-365-310 "
"14049008" "D" "2" "RB88B--491-310-315 "
"14640¢0@9" "“D" "2" "R88-491-315-320 "
"14640010" "D" "2'" "RBB-491-326-325 "
"14640011" "D "2" "R88-491-325-330 "
"14040012" "D" "2" "RB8-491-330-335 "
"14040013" D" "2" "R88-491~335-34@ "
14040014 D" "2'" "R88-491-340-345 "
"14040015" "D" "2" "RBB-481-345-350 "
"14940016" “p» "2'" "RB8-481-350-355 "
"14040617" 0" "2" "RBB8-491-355-360 "
"14040018" "D "2" "R88-491-360-365 "
"14040619" "D" "2" "R8BB-491--365-370 "
"14040026" "p" "2" "RB88~-491-370-375 "
1404060621 "D" "2" "R88-491-375-38¢ "
"14040022" D" "2" "RB88-491-386-385 "
140400623 "D" "2Z" "R88-491-385--390 "
"14040@024" D" "2" '"RB8-491-380-395 M
"1404002%" "D" "2" "R88~-481--395—-400 "
"140400826" "D "2" "R8B-491-400-405 "
"14040027" "D "2" "REB--491-405-410 "
"14040028" "D" "2" "R88-491-410-41°5 "
"140409028" "0 "2" "R88-491--415-420 "
"14040030" "D" "2" "R88-491--420-425 "
"14040033" "D" "2" "R88-491-425-430 "
"140400349" "D" “2" “"RBB8-491-430-435 "
"14049035" "DO'" "2" "R88-491-435-~49490 "
"14040036" "D 2" "R8B--491-440~-445 "
"14040937" "D" "2" "R88-481-445-450 .
“14040038" "D" "2" "RB8B-491-450-455 "
"14940039" "D "2'" "R8B--491-455~460 "
"“14040040" "D" "2" "RB88-481-460-465 "
IIENDIl

1] Aull

-0.002
-0.002
0.002
~-0.002
©.003
-0.002
-0.002
-0.002
0.005
2.009
0.032
0.010
2.003
0.007
©.009
©.004
-9.0082
6.003
-0.002
0.008
~-0.002
~0.002
9.003
2.004
%.004
0.907
-9.0802
-9.002
-0.0262
-0.662
-0.002
R.006
®.207
0.006
2.004
-0.002

. 5'@ 0% L

(ie not detected)"
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. Contractor ST Coordinates

Si7€ “f  project_GateT £ s €

- Hole No R@_@—- 4?/
Drill Type Casing Depth State SD Sheet_|_of
Hole Size Bearing__——___Inclination_7O Date Started___ /0. 25 - §F Property &1 D& €
Collar Elev. Final Depth___ %S’ Date Completed__ 72 26 - §¥¥ Hole Surveyed
} GRAPHIC LOGS iy GEOLOGIC NOTES
§ 3 ALTERATION? seene 2 2 g w 33 L ; DESCRIPTION MINERALIZATION
- e D™ E * -
L FHH-HH A nskiis essioer. mrensron, T e N
R 3 : _ GRAI B1ZE, FRAGMENT S1Z€ Veintii, Replacement e | M
| 3o-< fueQ)lo=20  Fudlat TRa 2 Cdg o -85 ooe
calbiole dins clron .
10 [1zo25 k=2 o- 50 PPecaAnBRIAS Seu(sT
1 \ - K"O
| B-2°
| 20 30— 100 TRECAWMBRAN CHePT
| = Of le-20% P achier S —-/S MYED (-2%kS,
I 3-Y%  ow,pE
' (o\\195 100 (00 =4S PREcAMBRID A ScelisT
|
l / ' US— 160 So bk  1-2%k5
; 2o -125] o
’ | (e — 150 3-7% &5
1¥$ -1$0! - <~
o~ [bp) (—3 % le
'\ (s 1 (=3% Sy
| ¥ / - 22—§a§ ‘
- |
\. e

o= 5 Se£of  )-3% ES,

DRILL CUTTING LOO

Logged by:




—— ——— ————

Contractor

Coordinates Project — Hole No._PE&8 —«3/
Drill Type Casing Depth State Sh“t_z_.o'_
Hole Size Bearing Inclination__ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
" GRAPrl'il_.g LOG Ifoici Ii ,".9":' GEOLOGIC NOTES
& . D
% SALTERATION; ool 4 % - % 33 | 3 DESCRIPTION MINERALIZATION
- P = - -
§ s ° ;: 3 g sz : 3 ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, % ree. e ASsar
o 2o 2 - GRAM B12E, FAAGMENT 812§ Veintii, Replacement o | M
175-150 Pe- K
(193 =200 ) vowrs oo
5- 200 ~
%225
795 -2%0
275
7275~ %0 .
(00-3e5 ) vare o ..ctC
1Y J
-32¢
) 3% ~3% [RAc7oPED
(=25 - 3¢s) 3-5% TS
I 260 (345~ ) (-3% LSo

DRILL CUTTING LOG

Logged by:




- — — ———

- — ——

Contractor

Logged by:

DRILL CUTTING LOG

Coordinates Project —— Hole No RES ~¥9/
Drill Type Casing Depth State Sheet 2 ot
Hole Size Bearing—_____Inclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
. GRAPHIC LOGS vy GEOLOGIC NOTES
g-.iauemmou;m 2% § = 33 il g | DESCRIPTION MINERALIZATION
- - . = : -~
z : 2 § 2 g H E i -'.r s P WURLANI . ALTRRATIPN, TRRVS.. Massive, Disseminated, -
@ a _; ORAN SIZE, FRAGMENT 8128 Veintii, Replacement Ay
MMM 20 [/l -3 P K
75
- 400
(Yoo - Yi5) 3 —Szm;‘.\
(4o — 4280 3-5% W
; (US—4S) /-3% (=5
g - Y25 ‘ <
{4
- Y5 - — = =7
L




